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ABSTRACT
In this research study, the mechanical properties of several Polymer matrix composites are investigated. These
composites are multi-phase materials in which reinforcing materials are properly mixed with a polymer matrix.
More precisely, Nylon 6 reinforced with 5, 15 and 25 wt. % of silicon carbide (SiC) and Nylon 6 reinforced with 5,
15 and 25 wt. % of boron carbide (B4C), prepared by means of an injection moulding process at three different
injection pressures are considered. Speciﬁc attention is paid to the tensile and impact strength of these composites. The Taguchi technique is used to optimize the process parameters such as reinforcement material, its percentage and the injection pressure. It is observed that the specimens 5% SiC with 80 MPa injection pressure
display a better tensile strength and similarly the specimen 5% B4C with 90 MPa injection pressure have a superior impact strength.
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Nomenclature
PMC
Polymer Matrix Composites
SiC
Silicon Carbide
B4C
Boron Carbide
ANOVA
Analysis of Variance

1 Introduction
Polymer composite gears are gaining commercial importance because of their low cost, light weight and
economical in production compared with metal gears. Reinforced polymers have a high mechanical strength
and can be used in structural and load applications. These complex polymers enable cost effective
manufacture of products by the injection moulding process. Many studies have been conducted on issues
concerning the efﬁciency of polymer composite gears. Since the gear blanks are placed inside the
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machine tool axis in typical metal gear manufacturing processes including gear hobbling and shaping,
obtaining concentric features in metal gears is not difﬁcult. But when using reinforced gears in power
transmission applications, the surface condition of the gears is important factor in deciding the output.
Due to their light weight, low cost, ease of fabrication, and ever-increasing demands in modern
technology, polymer matrix metal composites (PMCs) are becoming common materials in the automotive
industry. PMCs are made up of a soft base metal and a hard reinforcement material, and they have
recently gained popularity due to their high speciﬁc strength at room temperature. With the advent of new
technology, there is an ever-increasing demand in the automotive industry for a cost-effective, lightweight, harder, and stronger material.
Researchers used injection moulding to create a specimen made of natural ﬁbre and glass hybrid
composites for gear applications. They measured the tensile, ﬂexural, and impact strength of the specimen
made to ASTM speciﬁcations. They discovered that woven ﬁbre glass hybrid composites have a
substantial increase in tensile strength [1]. Authors attempt to strengthen the mechanical properties of
polyester composites such as tensile strength, ﬂexural strength, compressive strength, and impact strength.
Using Grey relational analysis, they were able to ﬁnd the best parameter combination. The most
important element was established using an ANOVA, and the efﬁcacy of the methodology was
demonstrated using a validation experiment [2]. Injection moulding is one of the most common polymer
processing method widely used because of its high production rate and ability to manufacture very
intricate geometries rapidly at a low cost. When manufacturing plastic parts by injection moulding, ﬂaws
such as warpage, shrinkage, ﬂash, and sink marks are common. One of the most serious issues that cause
dimensional changes in parts during the moulding process is shrinkage [3]. The effect of melting
temperature, injection pressure, reﬁlling pressure, and cooling time on shrinkage was also investigated.
They discovered that cooling time had the greatest effect on shrinkage, followed by reﬁlling pressure.
Injection pressure is found to be the least successful factor [4].
The action of various ﬁbre-reinforced composite materials is investigated in relation to thickness. The
test specimens are prepared according to ASTM speciﬁcations using a basic hand lay-up technique
followed by vacuum bag moulding. To estimate the tensile and ﬂexural strength in a variety of
composites with varying thicknesses, a simple tensile and ﬂexural test was performed [5]. For use in gear
applications, authors developed polymer/quasi crystal composites. The composites enhanced wear
resistance to volume loss in polymer-based composites of certain organic polymers, according to their
study. The modulus of the reinforced composites was found to be twice higher than that of the polymer
samples in mechanical research. The low coefﬁcient of friction and high hardness of the quasi crystal rich
powders are credited with the composite’s reduced wear rate [6]. Nylon 66 fabrics were surface
roughened with formic acid before being treated with resorcinol formaldehyde latex to create rubber
composites. The effect of the treatment on interfacial adhesion was also assessed using a peel strength
test [7]. The partial effort of developing a polymer composite gear using Nylon 6 with silicon carbide
(SiC) and boron carbide (B4C) as reinforcement materials is presented in this research article.
2 Materials and Methods
2.1 Matrix Material Nylon 6
Nylon 6 is a tough, abrasion-resistant polymer. It has a better surface appearance, creep resistance, and
processability than Nylon 66. It can be moulded at a lower temperature (27°C) and with less mould shrinkage
because it is slightly less crystalline. Nylon 6 has a lower modulus than Nylon 66 and absorbs moisture more
readily. It possesses exceptional physical, thermal, and chemical properties, as well as resistance to fatigue,
abrasion, sunlight, and microorganisms. Moisture acts as a plasticizer, decreasing tensile strength while
increasing elongation and stiffness. While moisture absorbs many properties, the plasticizing effect of
moisture gives nylon some of its toughness. As moisture content increases, signiﬁcant changes in impact
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intensity and general energy absorption properties occur. Moisture effects on nylon production must be
considered and accounted for. Nylon 6 has a high tensile strength, elasticity, abrasion resistance, and
chemical resistance.
2.2 Reinforcement Materials SiC and B4C
The chemical compound SiC is made up of carbon and silicon. It is made from a high-temperature
electrochemical reaction between sand and carbon. SiC is a fantastic abrasive material that has been used
in the manufacture of grinding wheels and other abrasive items for over a century [8]. SiC has progressed
to become one of the highest quality professional grade ceramics with outstanding mechanical properties.
In a range of high-performance applications, it is used as abrasives, refractory materials, and ceramics.
SiC is primarily utilized for its hardness and strength, but its ceramic and semiconductor qualities make it
ideal for the production of high-speed, high-voltage, and high-temperature devices.
Boron Carbide (B4C) is a hard material that ranks third in hardness after diamond and Cubic Boron
Nitride (CBN). Carbon is reacted with B2O3 in an electric arc furnace, carbo-thermal reduction, or gas
phase reactions are used to create B4C powder. B4C powders must typically be milled and ﬁltered to
eliminate metallic impurities before being used commercially. Table 1 gives details about properties of
taken reinforcement materials. Boron carbide is a crystalline boron-carbon molecule. It is a synthetically
created, exceptionally hard substance that is employed in abrasive and wear-resistant items, lightweight
composite materials, and nuclear power control rods. Table 1 gives the properties of Nylon 6, Silicon
Carbide and Boron Carbide.
Table 1: Properties of silicon carbide and boron carbide
S. No.
1.
2.
3.
4.
5.
6.
7.

Properties
Chemical formula
Density
Melting point
Young modulus
Flexural strength
Ultimate tensile strength
Thermal conductivity

Values
Nylon 6

Silicon carbide

Boron carbide

(C6H11NO)n
1084 kg/m3
493°K
1.1–16 GPa
40–230 Mpa
35–310 MPa
0.28 W/Km

SiC
3210 kg/m3
3000°K
476 GPa
324 MPa
310 MPa
41 W/Km

B4C
2520 kg/m3
3036°K
450–472 GPa
375 MPa
261–569 MPa
17–42 W/Km

2.3 Composite Fabrication
Injection moulding could be a common producing technique for creating elements from thermoplastic
and thermosetting plastic materials. The fabric is fed into a heated barrel, mixed, so forced into a mould
cavity, wherever it cools and hardens to the mould cavity’s conﬁguration. Moulds square measure is
made up of metal, usually steel or aluminium. Injection moulding is usually used to manufacture of
elements, including tiny elements to whole automobile body panels. The time taken for by injection
moulding method is incredibly short, typically between 2 s and a couple of minutes, and it consists of
four stages particularly clamping, injection, cooling, and ejection. Fig. 1 shows the semi-automatic
injection moulding machine used for the fabrication of composites.
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Figure 1: Semi-Automatic injection moulding machine
From the literature, it can be understood that nylon exhibits excellent physical and mechanical properties
due to its high crystalline nature. It ﬁnds wider applications for the gears used in ofﬁce machines, textile
machines, and even in heavy machines for reducing noise/vibration. To modify the properties of the
nylon polymers and to lower the cost of the composites, SiC and B4C particles of 5, 15, and 25 wt. %
were added to the nylon matrix and about 6 PMC plates were fabricated.
2.4 Mechanical Testing
2.4.1 Tensile Strength
One of the most important and commonly measured properties of structural materials is their ability to
resist breaking under tensile stress. Specimens are normally subjected to the tensile test. The dog-bone
shaped and straight side form with end tabs are the most common geometries used. In this research all the
specimens are of dog-bone shaped dimension (159 mm × 18 mm × 2 mm) as per ASTM D638 standard
[9,10]. The experiment is carried out using a Universal Testing Machine (UTM) from the manufacturer
(Fuel Instruments & Engineers Pvt., Ltd., India, Model UTN40). Maximum operating capacity of the
machine is 400 kN. Fig. 2 shows the injection moulded tensile specimen being mounted on the UTM.

Figure 2: Tensile test specimen
The tensile strength test results help us to understand the effect of reinforcement materials on nylon
composite tensile strength, yield strength, and percentage of reduction in area.
2.4.2 Impact Strength
Impact test is used to determine the behaviour of materials at higher deformation rates. The impact test is
used to measure engineering materials durability and notch sensitivity [11,12]. The impact test was
conducted in conjunction with ASTM D256 using an Izod Impact testing machine (Fuel Instruments &
Engineers Pvt., Ltd., India, Model IT-30). The test specimens are prepared using the injection moulding
method according to ASTM D256, with a scale of (62 mm × 2 mm × 66 mm) [13]. Before putting the
specimen on the measuring machine for the impact power, a notch was cut out of it. Fig. 3 shows the
notched impact test specimen.
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Figure 3: Impact test specimen
2.5 Optimization-Taguchi Method
The application of Taguchi methodology is highly desirable because it gives appropriate level of
parameters with minimum number of experiments [14]. It is a systematic statistical approach used for
conducting experiments and analyses the effect of multiple parameters on the outcome (response) [15,16].
In general, the Taguchi methodology is carried in three phases. They are: planning phase, conducting
phase, and analysis phase to ﬁnd the optimized parameters [17,18]. For this research work, the
reinforcement materials, namely SiC and B4C with respect to wt. % of reinforce materials content and
injection moulding pressure are considered as the inﬂuencing parameters because they are affecting the
mechanical strength of the composite specimen made.
2.5.1 Planning Phase
In this research work, the main aim is to optimize controllable factors for maximizing the mechanical
strength properties. The type of reinforcement materials, weight % of reinforcement content and injection
moulding pressure are maintained at three levels each [19]. The ranges for the process parameters are
ﬁxed based on the literature survey. It is decided in this study that only the main effects are important
because the interactions are minimal of interest. The factors and their levels are given in Table 2 for
Nylon 6 composites. The experimental plan (OA) is created using Minitab 17 software.
Table 2: Process parameters and their levels
Terms

Factors/Parameters

Level 1

Level 2

Level 3

A
B
C

Type of RM
wt. % of RM content (%)
Injection pressure (MPa)

SiC
5
80

B4C
15
90

25
100

2.5.2 Experimental Phase
In this phase, the experiments are conducted as per Taguchi’s experimental plan using L18 orthogonal
array for Nylon 6 composites [20].
2.5.3 Analysis Phase
In this phase, Minitab 17 software is used for the analysis. The software gives the average value of S/N
ratio of each parameter at a certain level. The S/N ratio is useful for getting the optimized parameter level
[21]. The S/N ratio plots are created by the software as per the quality characteristic selected. Since, this
research work involves maximizing the mechanical properties by using S/N ratio for the case of largerthe-better to evaluate the quality characteristic as per the formula given below:
Larger-the-better:
 X 
S
1
1
¼ 10log10
N
N
y2i

(1)

where, N represents total number of replications of each test run and yi represents the response value in
replication experiment ‘i’ carried out under the same experimental conditions for each test run.
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3 Results and Discussion
The experimental results were shown in Table 3.
Table 3: Experimental results
Sl.
No.

Type of Wt. % of RM
RM
content (%)

Injection
pressure
(MPa)

Tensile Impact
strength strength
(MPa) (J)

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18

SiC
SiC
SiC
SiC
SiC
SiC
SiC
SiC
SiC
B4 C
B4 C
B4 C
B4 C
B4 C
B4 C
B4 C
B4 C
B4 C

80
90
100
80
90
100
80
90
100
80
90
100
80
90
100
80
90
100

42.35
46.33
44.33
49.85
50.42
41.85
53.45
42.35
51.66
52.75
54.45
54.56
43.33
46.33
42.33
40.85
41.85
44.61

5
5
5
15
15
15
25
25
25
5
5
5
15
15
15
25
25
25

2.67
2.67
3.3
2.67
3.3
2.9
2.5
2.56
2.57
4.0
4.0
4.1
3.2
3.33
3.0
2.2
2.1
2.0

3.1 Tensile Strength of Nylon 6
The inﬂuence of parameters on tensile strength in case of Nylon 6 composites can be obtained using
response table, the work is in line with Channabasavaraju et al. [5] as shown in Table 4. Based on the
delta values, the factors are ranked in Table 4. It is clearly observed that wt. % of RM content (B) is the
most inﬂuencing factor since it is ranked ﬁrst followed by injection pressure (C) and RM (A) in
maximizing the tensile strength which supports the conclusions drawn from Fig. 4.
Table 4: Response table for signal to noise ratios of tensile strength
Level

Type of RM

Percentage of RM content

Injection pressure (MPa)

1
2
3
Delta
Rank

33.40
33.35
0.05
3

33.78
33.17
33.17
0.61
1

33.41
33.40
33.32
0.09
2
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Figure 4: Effect of control factors on tensile strength of Nylon 6 composites
Fig. 4 shows the main effects plot for S/N ratios obtained from the Minitab software. It reveals that of the
factors, RM (A) and wt. % of RM content (B) have a larger impact on S/N ratio and tensile strength of Nylon
6 composites. The SiC (Ahigh) is clearly the better choice than B4C in maximizing S/N ratio and tensile
strength. The wt. % of RM content, B, at low level Blow is preferred to maximize the tensile strength.
The parameter, injection pressure (C) has a least impact on the tensile strength. It is observed
that maximum tensile strength can be obtained at factor Ahigh (SiC), factor Blow (5%) and factor Clow
(80 MPa). The inﬂuence of SiC on tensile strength is more than the B4C addition into nylon matrix.
Table 5 presents the ANOVA results for the tensile strength. It indicates that the parameter with p-value
less than 0.05 is more signiﬁcant and it is observed that wt. % of RM content has highest inﬂuences on
the tensile strength because its p-value is only 0.003. It is followed by factor A. The ANOVA table also
shows percentage contribution of each parameter and it is observed that wt. % of RM content has the
highest level of contribution (57.78%) and is followed by choice RM (6.26%).
Table 5: ANOVA table for tensile strength
Source

DF

Adj SS

Adj MS

F-value

p-value

% Contribution

Type of RM
% of RM content
Inj. pressure (MPa)
Error
Total

1
2
2
12
17

0.43245
3.99070
0.05130
2.43160
6.90605

0.43245
1.99535
0.02565
0.20263

2.13
9.85
0.13

0.170
0.003
0.882

6.26
57.78
0.74
35.22
100.00

3.2 Impact Strength of Nylon 6
Table 6 presents the response characteristics average for each level of the individual factor in the
experimental design, similar to the work done by Karthik et al. [13] Based on the delta values, it is
clearly observed that wt. % of RM content (B) is the most inﬂuencing factor since it is ranked ﬁrst
followed by type of RM (A) and injection pressure (C) in maximizing the impact strength which
substantiates the conclusions drawn from Fig. 5.
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Table 6: Response table for signal to noise ratios of impact strength larger is better
Level

Type of RM

Percentage of RM content

Inj. pressure (MPa)

1
2
3
Delta
Rank

8.878
9.527
0.649
2

10.628
9.707
7.273
3.356
1

9.002
9.333
9.273
0.331
3

Figure 5: Effect of control factors on impact strength
Fig. 5 shows the main effects plot for S/N ratios obtained from the software. It reveals that of the various
factors, wt. % of RM content (B) has a larger impact on S/N ratio and impact strength of Nylon 6 composites.
While the factors like type of RM (A) and injections pressure (C) have lesser effect on the variation of impact
strength of the nylon composites.
The B4C (Ahigh) is clearly the better choice compared to SiC for maximizing S/N ratio and impact
strength. The wt. % of RM content, Blow is highly preferred in order to maximize the impact strength.
The parameter, injection pressure (C) has a much lesser impact on S/N ratio and the impact strength.
From Fig. 5, it is observed that maximum impact strength can be obtained when the factors are
maintained: factor Ahigh (B4C), factor Blow (5%), and factor Cmedium (90 MPa). The inﬂuence of B4C on
impact strength is more than that of SiC in the Nylon 6 composites.
Table 7 presents the ANOVA result for the impact strength. The p-value less than 0.05 shown in the
Table 7 indicate that the parameter, wt. % of RM content has signiﬁcant contribution to the impact
strength. It is followed by factor (A) type of RM and injection pressure (C). The ANOVA table also
shows that wt. % of RM content has the highest level of contribution (57.79%).
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Table 7: ANOVA table for impact strength
Source

DF

Adj SS

Adj MS

F-value

p-value

Percentage contribution

Type of RM
% of RM content
Injection pressure (MPa)
Error
Total

1
2
2
12
17

0.43245
3.99070
0.05130
2.43160
6.90605

0.43245
1.99535
0.02565
0.20263

2.13
9.85
0.13

0.170
0.003
0.882

6.26
57.79
0.74
35.21
100.00

3.3 Conﬁrmation Experiment
After obtaining the optimum process parameters by analysis of experimental results the ﬁnal stage
involves verifying the optimum process parameters. The conﬁrmation experiments are used to verify the
conclusions made from the Taguchi optimization methodology. The conﬁrmatory experiment concludes
that the optimal level of parameters derived that will actually yield closer quality characteristics and they
are found to be closer with 15% with respective predictions with the real ones.
The optimized values obtained from the response analysis for the Nylon 6 composites are given
in Table 8.
Table 8: Optimum factor levels for maximum properties of Nylon 6 composites
Properties

Type of RM

Weight % of RM content

Injection pressure (MPa)

Tensile strength (MPa)
Impact strength (Joule)

SiC
B4C

5
5

80
90

4 Conclusion
The main focus shown in this research paper is to analyse tensile and impact strength of polymer
composites, which will be the preliminary study to develop polymer composite gears. For this study
6 PMCs were fabricated in each case, namely Nylon 6 reinforced with 5, 15, and 25 wt. % of SiC and
B4C under 80, 90, and 100 MPa injection pressure levels through injection moulding machine. Tensile
and impact analyses were performed as per ASTM standards. The Taguchi technique was used to ﬁnd the
optimum value of tensile and impact strength with the variations in wt. % of RM content and injection
pressure. The study concludes that the specimen made with 5% SiC, 80 MPa injection pressure has
optimized tensile strength and similarly the specimen made of 5% B4C with 90 MPa injection pressure
has optimized impact strength.
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